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Standard Test Method Result 

EN 14617-1:2005 Density 2.40 – 2.60 kg/dm3 

EN 14617-2:2008 Breaking Strength & Breaking Load 11.5 – 24.6 MPa 

EN 14671-15 Compressive Strength 90 – 120 MPa 

EN 14617-11:2005 Coefficient of Linear Thermal Expansion 14-24 x 10-6 m/m°C 

EN 14617-1:2005 Water absorption <0.2 % (Volume) 

EN 14617-4:2012 Abrasion 34.5 – 36 mm 

EN 13748-1:2005 Slip Resistance SRV  dry 
Polished 

41 - 49 

  SRV wet 4 - 8 

EN 14617-9:2005 Impact Resistance 1 – 2 W (J) 

EN 13501-1 Combustion Reaction A2 fl S1 

EN 14617-10:2012 Resistance to Chemicals Class C1 

EN 14617-12:2012 Dimension Stability Class A 
 
 
 


