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CARRARA 
TERRAZZO TECHNICAL TESTING 

 CEMENT MARBLE 
 

Standard Test Method Result 

EN 14617-1:2005 Density 2.40 - 2.60 kg/m3 

EN 14671-15 Compressive Strength 70 – 100 N/mm2 

EN 13748-1:2005 Breaking Strength/Breaking Load Pm 3.1 – 3.5 Kn 

  Tm 7.7 – 8.8 MPa 

EN 14617-1:2005 Water absorption W24h 0.24 – 0.30 g/cm2 

  Wm.a 5.16 – 6.85% 

EN 13478-1:2005 Abrasion >24mm 

EN 13748-1:2005 Slip Resistance SRV  dry 
Honed 400 

47 - 49 

  SRV wet 14 - 20 

EN 13501-1 Combustion Reaction Class A1   

 


